Certificate of Analysis

Anthracite Grade 1 (0.6mm — 1.18mm)

Batch No.
Grain Size:
Effective Size:
U.C.

Ash:

Fixed Carbon:
Volatile:
Sulphur:

S.G.

Bulk Density:
Moisture:
Hardness (HGI):

CONFORMING TO

ACCREDITATION

Granulometric sizing:

150615

0.6 — 1.2mm (Grade 1)
0.66mm

1.42

<3.5%

92.5% Dry Ash Free (DAF)
7.5%

<0.85%

1.40

680 Kg/ M’

<2%

50 (3 mohs)

BS EN 12909:2012

AWWA: B100 Standards

ISO 9001:2008

NSF Standard 61, Cat, PRMD, Sect.7

Process Media, Drinking water system components.

Retained %  Cumul. %

+1.40mm 0.1 99.9
+1.18mm 8.7 94.2
+1.00mm 22.3 71.9
+0.85mm 30.6 41.3
+0.80mm 9.0 32.3
+0.71mm 15.1 17.2
+0.60mm 14.4 2.8
+0.50mm 2.0 0.8
-0.5mm 0.8
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